
 

         

           CITEVE Certificação Unipessoal, Lda. :: Rua Fernando Mesquita, nº 2785  4760-034 Vila Nova de Famalicão  PORTUGAL   Page 1 of 2 
 

A
D

C
-0

0
4

/0
1

 

                                                                             

  
Certificate of Conformity CC. no 040/2018.Corr2  

Company: Ariteks Boyacilik Ticaret Ve Sanayi AS 

Address: Hekimsuyu Cad No: 36, Küçükköy Istanbul (Turkey) 

Product: Plain Weave, Composition 99% Polyester 1% carbon, Colour white, Weight 150 – 160 

g/m²   

Reference:  Arox T2 Static Pro-5318 

According to the certification scheme and Conformity evaluation CITEVE Certificação declares that the 

product above mentioned is in compliance with the standard(s) / reference(s): 

 

 

 

 

 

 

 

 

This certificate applies only to the sample tested. 

Tests performed are described in report(s) No. 8825C/2018-1 CITEVE Technological Centre for the Textile and 

Clothing Industries of Portugal     

This certificate can not be partially reproduced without the prior permission of CITEVE Certificação. 

The reverse side of the certificate shows the test(s) programe carried out and their evaluation of conformity. 

This document replaces the Certificate Conformity CC. no 040/2018.Corr1 emitted on 2018/09/25. 

Date of Issue:   30th October 2018   

  Certification Manager 

 

 

       Clara Rodrigues 

CERTIFICATE      

 

 

 

 

 EN 1149-5:2008 – Protective clothing. Electrostatic properties. Material performance and 

design requirements   
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Note: The product is in compliance with EN 1149-5:2008 taking into account the following care 

symbol of washing and drying:  

 
 

 

 

   Certification  Manager 

 

    

         Clara Rodrigues 

STANDARD TEST REQUIREMENT CONFORMITY 

EN 1149-3:2004 

(method 2) after 5 

cycles 4N (40ºC) 

Drip Line dry 

Measurement of charge 

decay  
t50 < 4 s or S > 0,2 COMPLY 

ISO 3071:2005 pH of Aqueous Extract > 3,5 to  < 9,5 COMPLY 

EN ISO 14362-1:2017 
Aromatic Amines from 

Azo Colorants 
not detectable COMPLY 

ISO 6330:2012  

(5 cycles 4N (40ºC) 

Drip Line dry 

Dimensional stability to 

domestic washing and 

drying 

≤ ±3% (woven material) COMPLY 


